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2008 2009 Percentage

Quantity Value Quantity Value Quantity Value

Anhydrite

    - Anhydrite 589,227 276.4 533,820 291.2 - 9.40% 5.35%

    - Ground 460 1.5 160 0.5 - 65.22% - 66.67%

Antimony ore 253 5.1 539 7.5 113.12% 47.06%

Ball clay 29,772 111.7 25,743 122.5 - 13.53% 9.67%

Barite chemical grade (ground) 7,023 31.2 17,008 34.4 142.17% 10.26%

Copper dross - - 86 14.6 - -

Dolomite

    - Ground 1,630 4.3 1,644 1.4 0.89% - 67.44%

    - Unground 702,546 201.6 840,208 264.5 19.59% 31.20%

Feldspar

    - Sodium (ground) 413,914 330.8 376,003 289.1 - 9.16% - 12.61%

    - Sodium (unground) 153,071 104.2 - - - -

Gold metal (unit : gram) 2,368,194 2,221.8 4,852,073 5,217.9 104.88% 134.85%

Gravel (industrial rock) 832 3.3 921 3.6 10.74% 9.09%

Gypsum

    - Ground 9,674 15.5 1,758 6.3 - 81.82% - 59.35%

    - Unground 6,033,222 2,820.5 5,990,400 3,252.3 - 0.71% 15.31%

Ilmenite 11,403 24.6 443 2.3 - 96.12% - 90.65%

Iron ore 877,542 1,027.4 200,150 306.4 - 77.19% - 70.18%

Kaolin

    - Unwashed 22,100 16.2 4,200 0.1 - 81.00% - 99.38%

    - Washed 6,201 28.0 4,902 20.5 - 20.96% - 26.79%

Leucoxene 452 5.8 2,597 33.7 474.56% 481.03%

Limestone 1,164,269 461.3 1,220,999 491.9 4.87% 6.63%

Manganese (metallurgical grade) 70 0.1 19,055 56.6 27120.71% 56500.00%

Monazite 4,819 97.4 6,675 180.8 38.51% 85.63%

Pyrophyllite 5,682 16.0 2,643 8.6 - 53.48% - 46.25%

Quartz (ground) - - 300 1.1 - -

Rutile 655 8.8 2,117 28.7 223.21% 226.14%

Silver metal (unit : gram) 5,433,094 91.0 16,263,418 263.9 199.34% 190.00%

Struverite 40 4.7 - - - -

Tin

    - Final slag 934 93.1 1,910 157.0 104.56% 68.64%

    - Hard head 1,327 403.0 1,357 271.3 2.31% - 32.68%

    - Tin metal 17,407 10,939.1 16,661 7,890.1 - 4.29% - 27.87%

    - Tin-lead alloy - - 43 17.1 - -

Tungsten

    - Scheelite 163 55.6 122 46.6 - 25.00% - 16.19%

    - Wolfram 550 198.9 160 47.3 - 70.91% - 76.22%

Zinc

    - Zinc alloy 175 8.1 22 1.9 - 87.58% - 76.54%

    - Zinc metal 148,714 666.9 18,947 911.2 - 87.26% 36.63%

Zircon 8,889 121.0 10,457 165.9 17.64% 37.11%

Total 20,394.9 20,408.8 0.07%

Mineral


